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RESUMEN 
 

La presente investigación se realizó en Ayacucho, con el objetivo principal de 

determinar la influencia de la adición del caucho reciclado en las características mecánicas 

de la mezcla asfáltica en Ayacucho, para la creación de esta tesis se utilizó un diseño 

experimental, de igual modo cuasi experimental, el método de muestreo utilizado fue no 

probabilístico por juicio, la técnica de recolección de datos será de observación serán 

formularios de recolección de datos, el problema son los daños en la carpeta asfáltica, por 

falta de mantenimiento o un mal diseño de la mezcla asfáltica,  el cual genera malestar en la 

población debido a que dificulta la transitabilidad, generando daños en los automóviles y 

exceso de polvo en la zona antes mencionada, esto se debe a muchos factores, el promedio 

de las briquetas que tiene un porcentaje de 5% de caucho tiene una estabilidad de 1281.41 

kgf respecto al promedio de la briqueta convencional que tiene 1247.93 kgf, se logró 

determinar la influencia que tiene la adición del caucho reciclado en las mezclas asfálticas 

mejorando las propiedades mecanicas respecto la briqueta convencional.  

 

Palabras clave: Mezcla asfáltica, Caucho Reciclado, Pavimento, Desarrollo sostenible, 

Ductilidad.   
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ABSTRACT 
 

The present research was carried out in Ayacucho, with the main objective of 

determining the influence of the addition of recycled rubber on the mechanical 

characteristics of the asphalt mixture in Ayacucho, for the creation of this thesis an 

experimental design was used, in the same quasi-experimental way, the sampling method 

used was non-probabilistic by judgment, The data collection technique will be observational 

data collection forms, the problem is damage to the asphalt layer, due to lack of maintenance 

or a bad design of the asphalt mixture, which generates discomfort in the population because 

it hinders traffic, Generating damage to cars and excess dust in the aforementioned area, this 

is due to many factors, the average of briquettes that has a percentage of 5% rubber has a 

stability of 1281.41 kgf compared to the average of conventional briquette that has 1247.93 

kgf, it was possible to determine the influence that the addition of recycled rubber has in 

asphalt mixtures improving the mechanical properties with respect to conventional briquette. 

 

Keywords: Asphalt mix, Recycled rubber, Pavement, Sustainable development, Ductility.   
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