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RESUMEN 

 

Este proyecto de investigación, tuvo como finalidad determinar mediante un modelo 

matemático el porcentaje óptimo de caucho reciclado como reemplazo del agregado grueso 

en un concreto modificado para aumentar la resistencia a la compresión. Para poder lograr 

este objetivo se realizó un estudio bibliográfico sistemático de los porcentajes usados tales 

como 3, 4, 5, 7, 10, 15, 20, 25, 30, 35, 40, 50 y 70 %. Luego de esto se hizo un modelo 

matemático, con el cual se calculó el porcentaje optimo de caucho reciclado, llegando a 

tener como base la regla de mezcla de materiales compuestos y tomándose como 

restricciones la resistencia mínima y máxima permitida del concreto siendo este 220 

kg/cm2 y 460 kg/cm2 respectivamente. Finalmente se realizó una optimización mediante la 

herramienta Solver de Ms Excel determinándose el 5% es el porcentaje optimo de caucho 

reciclado en reemplazo del agregado grueso, logrando alcanzar una resistencia a la 

compresión de 457.88 kg/cm². 

 

Palabras Clave: caucho, concreto, resistencia a la compresión  
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ABSTRACT 

 

The purpose of this research project is to determine through a mathematical model the 

optimal percentage of recycled rubber as a replacement for coarse aggregate in a modified 

concrete to increase compressive strength. In order to achieve this objective, a systematic 

bibliographic study of the percentages used such as (2, 3, 4, 5, 7, 10, 15, 20, 25, 30, 35, 40, 

50 and 70%) was carried out. After this, a mathematical model was made, which calculated 

the optimal percentage of recycled rubber, coming to be based on the rule of mixing 

composite materials and taking as restrictions the minimum and maximum allowable 

resistance of the concrete, being this 220 kg / cm2 and 460 kg / cm2 respectively. After 

doing the mathematical modeling using the Solver tool of Ms Excel, it was determined that 

5% is the optimal percentage of recycled rubber to replace the coarse aggregate, achieving 

a compressive strength of 457.88 kg / cm². 

 

Keywords: rubber, concrete, compressive strength  
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