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 “En la siguiente tesis se utilizó el diseño de investigación descriptivo correlacional, para 

determinar la relación que existe entre las variables de tipos de patologías e índice de 

condición del pavimento rígido en la Av. Arenales distrito de Mariscal Andrés Avelino 

Cáceres, provincia de Huamanga y departamento de Ayacucho. La muestra está establecida 

por 250 paños del distrito de Mariscal Andrés Avelino Cáceres. Se empleó como recolección 

de dato las fichas técnicas como elaboración propia, validado por el asesor y todos los 

profesionales que establecen en la UNIVERSIDAD CATÓLICA DE TRUJILLO 

BENEDICTO XVI, que contienen preguntas de las variables. Los resultados nos indican que 

existen relación entre el variable de tipos de patologías e índice de condición del pavimento 

rígido. La variable de tipos de patologías se abrió en tres dimensiones; Grieta de esquina, 

Grietas lineales y Pulimiento de agregados se establecieron los indicadores para la medición. 

Se determina que si existe un porcentaje de dependencia entre tipos de patología e índice de 

condición del pavimento rígido con las dimensiones y según los resultados se procesaron los 

gráficos y tablas que se realizaron en el Excel para poder calcular y analizar los resultados 

de dicha investigación, llegando a un resultado general si existe relación significativa entre 

los tipos de patología e índice de condición del pavimento rígido, cuyo resultado de la 

investigación se concluye con un PCI igual a 31.3%, y se determina en un estado Malo.” 

“Palabras Clave: Tipos de patologías, índice de condición del pavimento, (PCI).” 
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“ABSTRACT” 

“In the following thesis, the descriptive correlational research design was used to determine 

the relationship between the variables of types of pathologies and the condition index of the 

rigid pavement in Av. Arenales district of Mariscal Andrés Avelino Cáceres, province of 

Huamanga and department from Ayacucho. The sample is established by 250 cloths from 

the district of Mariscal Andrés Avelino Cáceres. The data sheets were used as data collection 

as own elaboration, validated by the advisor and all the professionals established in the 

UNIVERSIDAD CATÓLICA DE TRUJILLO BENEDICTO XV, which contain questions 

about the variables. The results indicate that there is a relationship between the variable of 

types of pathologies and the condition index of the rigid pavement. The variable of types of 

pathologies was opened in three dimensions; Corner crack, Linear cracks and Aggregate 

polishing indicators were established for the measurement. It is determined that if there is a 

percentage of dependence between types of pathology and the condition index of the rigid 

pavement with the dimensions and according to the results, the graphs and tables that were 

made in Excel were processed to be able to calculate and analyze the results of said research, 

reaching a general result if there is a significant relationship between the types of pathology 

and the condition index of the rigid pavement, whose result of the investigation is concluded 

with a PCI equal to 31.3%, and it is determined in a Bad state.” 

“Keywords: Types of pathologies, pavement condition index, (PCI).” 
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