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RESUMEN Y ABSTRACT 

 

Resumen 

“El presente trabajo de investigación tiene la finalidad de analizar las fallas estructurales 

del pavimento flexible del Jr.: Cesar Vallejo, distrito de Jesús Nazareno – Huamanga – 

Ayacucho y de esta manera buscar alternativas de solución a este problema por lo cual se usó 

el método del PCI, de esta manera identificar las fallas existentes y así obtener el índice de 

condición del pavimento en mención. En la investigación se tuvo que recurrir a diferentes 

artículos e investigaciones con la finalidad de informarnos, la cual plasmamos en el marco 

teórico, en donde se dan a conocer los diferentes procesos del uso y aplicación del pavimento 

flexible; a través de los antecedentes internacionales, nacionales y locales, definimos el 

concepto del pavimento, la clasificación de patologías, y el manual de daños, donde se definirá 

las fallas que inciden y afectan a los pavimentos rígidos, y así obtener el índice de condición 

del pavimento en estudio”. “La metodología empleada según el tipo es aplicada, longitudinal, 

descriptiva y cualitativa”. “Su nivel es descriptivo, analítico. El enfoque es cuantitativo.  Los 

principales resultados son el porcentaje de fallas es la piel de cocodrilo con 30%, las fisuras 

con 5%, la disgregación o desintegración con 35%, el ahuellamiento con 20%, y el hueco con 

10%. Las fallas son productos del mal mantenimiento del jirón, asimismo por las fatigas en sus 

capas asfálticas debido a las superiores cargas admisibles y/o el mal proceso constructivo. 

Como alternativa a la solución se recomienda el sello o carpeta asfáltica. Su restauración se 

dará en sellos con una presencia de mezcla caliente”. 

  

“Palabras claves: Análisis, fallas, pavimento estructural”. 
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ABSTRACT 

“The purpose of this research work is to analyze the structural failures of the flexible 

pavement of the Jr.: Cesar Vallejo, district of Jesús Nazareno  –  Huamanga  –  Ayacucho and 

in this way look for alternative solutions to this problem, for which the PCI method was used, 

in this way identify the existing faultsand thus obtain the condition index of the pavement in 

question. In the research we had to resort to different articles and research in order to inform 

us, which we reflect in the theoretical framework, where the different processes of the use and 

application of flexible pavement are made known; through the international, national and local 

background, we define the concept of pavement, the classification of pathologies, and the 

damage manual, where the faults that affect and affect rigid pavements will be defined, and 

thus obtain the condition index of the pavement under study”. 

“The methodology used according to the type is applied, longitudinal, descriptive and 

quantitative. Its level is descriptive, analytical. The approach is quantitative”.  

“The main results are the percentage of failures is crocodile skin with 30%, fissures with 5%, 

disintegration or disintegration with 35%, hollowing with 20%, and hollowing with 10%. The 

failures are the product of the poor maintenance of the jirón, also due to the fatigues in its 

asphalt layers due to the higher permissible loads and / or the bad construction process ”. “As an 

alternative to the solution, the asphalt seal or folder is recommended. Its restoration will be 

given on stamps with a presence of hot mixture”. 

 

keyword: “Analysis, fairules, pavement, structural”. 

 

 

 

 

 

 


